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ABSTRACT: We report the ﬁrst self-powered electronic skin that consists of
light-emitting diode (LED) and triboelectric nanogenerator (TENG) arrays that
can be utilized for spatially mapping applied instantaneous-touch events and
tracking the movement location of the target object by recording the
electroluminescent signals of the LEDs without external power sources. The
electret ﬁlm-based TENG can deliver an open-circuit voltage of about −1070 V,
a short-circuit current density of 10 mA/m2, and a power density of 288 mW/
m2 on an external load of 100 MΩ. The LEDs can be turned on locally when
the back surface of the active matrix is touched, and the intensity of the emitted
light depends on the magnitude of the applied local pressure on the device. A
constructed active matrix of the LED-TENG array (8 × 7 pixels) can achieve self-powered, visual, and high-resolution tactile
sensing by recording the electroluminescent signals from all of the pixels, where the active size of each pixel can be decreased to
10 mm2. This work is a signiﬁcant step forward in self-powered tactile-mapping visualization technology, with a wide range of
potential applications in touchpad technology, personal signatures, smart wallpapers, robotics, and safety-monitoring devices.
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TENGs can increase with an increase in the applied pressure;16
these TENGs have the dual functions of being both the
pressure-sensitive media and the power sources in electronic
skins, and they can be integrated into an active-matrix array.
Each pixel in the matrix consists of a TENG with the electrode
connected to one electrode of a LED, subsequently resulting in
the LED turning on under an external applied pressure. By
utilizing the LED-TENG array, the resulting system can
provide tactile sensing, allowing the pressure proﬁle to be
both spatially mapped and visually observed.
In this article, we report a self-powered electronic skin that
consists of the LED-TENG array that can be used to map
applied instantaneous-touch events spatially and to track the
movement location of the target object by a read out the
electroluminescent signals of the LEDs without an external
power source. The design principle makes use of the pressuresensitive TENG to modulate the local light-emitting intensity
of the LED in each pixel. The map of the tactile distribution can
be obtained by the analysis of the 2D light-emitting intensity
distribution. The electret ﬁlm-based TENG (7 × 7 cm2) can
produce an open-circuit voltage of about −1070 V and a shortcircuit current density of 10 mA/m2. When an instantaneous

INTRODUCTION
Electronic skin has attracted increasing attention in the past
decade for spatially mapping and quantifying various stimuli by
using sensor arrays.1−3 In electronic skins, the electronic
components such as thin-ﬁlm transistors act as readout
elements for controlling the current or voltage in each
pixel.4,5 The optimization of tactile sensors in electronic skins
has been extensively investigated by utilizing some semiconductor/organic nanomaterials.6,7 Recently, a device density
of 8464 pixels per 1 cm2 has been achieved using a two-terminal
transistor-array matrix because of the piezotronic eﬀect.8 Owing
to the piezo-phototronic eﬀect, the digital imaging of
mechanical signals by optical means has been also demonstrated using piezoelectric ZnO nanowires to modulate the
brightness of a light-emitting diode (LED) array.9 However, all
of the reported electronic skins require an external power
source to drive these tactile sensors. It is necessary to develop a
self-powered electronic skin that is based on utilizing energy
harvesters instead of external power sources or conventional
batteries to drive the tactile sensors.
Currently, we have demonstrated an innovative approach to
scavenge mechanical energy from impacts, sliding, and rotations
by utilizing triboelectric nanogenerators (TENGs).10−14 Owing
to the coupling between triboelectriﬁcation and electrostatic
induction, the reported TENGs exhibit a good pressuresensitive characteristic.15 The output electric signal of the
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Figure 1. (a) Schematic diagram of the fabricated TENG. (b) Cross-sectional SEM image of the polyoleﬁn ﬁlm. (c, d) Measured open-circuit voltage
(c) and short-circuit current density (d) of the TENG. (e, f) Measured output voltage (e) and output current density (f) of the TENG under a load
resistance of 100 MΩ.

fabricated TENG, where the open-circuit voltage can reach
−1070 V with a peak current density of 10 mA/m2.
Under a load resistance of 100 MΩ, Figure 1e,f shows that
the TENG can produce an output voltage of 180 V with a
current density peak of 1.6 mA/m2, resulting in an output
power density of 288 mW/m2. As illustrated in Figure S1, when
the bottom surface of the electret ﬁlm was reversed to the top
surface of the ﬁlm, the output voltage and the output current
density of the TENG were signiﬁcantly decreased to 30 V and
0.6 mA/m2, respectively. Usually, the output performance of
the TENG at the two surfaces resulting from the triboelectric
eﬀect should be similar because of the use of the same
triboelectric materials. In this study, the large diﬀerence for the
output voltage/current density of the TENGs at the two
surfaces is associated with the diﬀerent electrostatic charges in
the electret ﬁlm, where one surface has positive surface charges
and the other surface has negative surface charges. The induced
positive and negative charges at the two surfaces in the electret
ﬁlm can modulate the output performance of the TENG. One
surface can enhance the output performance (Figure 1e,f),
whereas the other one will reduce it (Figure S1). The results
indicate that the output performance of the TENG can be
eﬀectively enhanced by utilizing a charged electret ﬁlm.

touch is applied on the active matrix of LED-TENG array, the
corresponding LEDs can be directly turned on, and the
intensity of the emitted light quantiﬁes the magnitude of the
applied local pressure on the pixels. Moreover, an active matrix
of the LED-TENG array (8 × 7 pixels) was designed to achieve
self-powered, visual tactile sensing, where the active size of each
pixel (the electrode size of each TENG unit) can be decreased
to 10 mm2.

■

RESULTS AND DISCUSSION
As schematically illustrated in Figure 1a, the designed TENG is
composed of an Al foil, an electret ﬁlm, and the Al electrode
deposited on the electret ﬁlm. The Al foil attached on acrylic
glass (7 × 7 cm2) plays the dual roles of a triboelectric surface
and an electrode. As displayed in Figure 1b, the electret ﬁlm
consists of air voids separated by thin polyoleﬁn layers by
stretching the ﬁlm in two perpendicular directions. The total
thickness of the ﬁlm is about 90 μm, where each layer has a
thickness of smaller than 100 nm, as depicted in Figure 1b. The
electret ﬁlm was polarized via the corona method,17 which
causes breakdowns in the voids and thus results in positive and
negative charges on the two surfaces of the ﬁlm, respectively.18,19 Figure 1c,d illustrates the output performance of the
B
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Figure 2. (a) Schematic diagram of the electricity-generation process in a full cycle because of the triboelectric eﬀect. (b) Schematic diagram of the
model for the calculation of the open-circuit conditions. (c) Finite-element simulation of the potential distribution in the TENG under diﬀerent
separation distances. (d) Calculated potential of the bottom Al electrode under diﬀerent separation distances. (e) Calculated total charges on the
bottom Al electrode under diﬀerent separation distances: I, triboelectric charges; II, triboelectric charges and electrostatic charges (ﬁlm top, −; ﬁlm
bottom, +; triboelectric charge density, −17.5 μC/m2; electrostatic charge density, ±10 μC/m2); and III, triboelectric charges and electrostatic
charges (ﬁlm top, +; ﬁlm bottom, −).

polyoleﬁn ﬁlm, these triboelectric charges can not be
compensated. The negative triboelectric charges on the
polyoleﬁn ﬁlm can induce positive charges on the bottom Al
electrode, driving free electrons to ﬂow from the bottom Al
electrode to the ground. By increasing the separation distance
between the Al foil and the polyoleﬁn ﬁlm, the negative
triboelectric charges on the polyoleﬁn ﬁlm can be fully screened
from the induced positive charges on the bottom Al electrode,
resulting in no output signals that can be observed.
Furthermore, when the Al foil is reverted to approach the
polyoleﬁn ﬁlm, the induced positive charges on the bottom Al
electrode decrease, driving the electrons to ﬂow from the
ground to the bottom Al electrode, which is the electrostatic
induction process. There is no observed output voltage/current
until the Al foil and the polyoleﬁn ﬁlm fully contact each other

Detailed calculations using COMSOL can be utilized to
describe how the diﬀerent surface charges can aﬀect the output
performance of the device. The diﬀerence in the shapes of the
curves between Figure 1, panels c and d and panels e and f is
associated with the diﬀerent loading resistances.
Figure 2a illustrates the working principle of the fabricated
TENG by the coupling of contact electriﬁcation and electrostatic induction because of the triboelectric eﬀect. In the
original position, the surfaces of the Al foil and the polyoleﬁn
ﬁlm fully contact each other, resulting in electrons injected
from the Al to the polyoleﬁn ﬁlm because of the more
triboelectrically negative characteristic of the polyoleﬁn ﬁlm.
There is no electron ﬂow in the external circuit because the
produced triboelectric charges with opposite polarities are fully
screened, which is the contact electriﬁcation process. Once
there is a relative separation between the Al foil and the
C
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Figure 3. (a) Schematic diagram of the self-powered electronic skin capable of spatially mapping and visually displaying the applied-touch events.
The inset shows a photograph of the fabricated device. (b) Photograph of all of the lighted LEDs in the electronic skin, indicating that all of the
LEDs are functional. (c) Photograph of the TENG array in the electronic skin showing that each pixel has a size of 1.2 × 2.5 cm. (d, e)
Electroluminescence images of the device when pressure with (d) L- and (e) U-shaped Al slabs was applied to it, where the optical images were
recorded under the touching frequency of about 0.5 Hz.

separation distances between the polyoleﬁn ﬁlm and the Al foil
clearly show that the electric potential on the bottom Al
electrode for the open-circuit condition increases with the
increasing separation distance. To obtain a more quantitative
understanding about charge transfer in the TENG, the bottom
Al electrode was connected with the ground, as illustrated in
Figure S2. The curve I in Figure 2e shows that the amount of
the total charges on the bottom Al electrode increases with the
increasing separation distance between the Al foil and the
polyoleﬁn ﬁlm and approaches a saturation value when the
distance is larger than 5 mm. To avoid the eﬀect of separation
distance on the performance of the device in Figure 2e, all of

again. This is a full cycle of the triboelectric eﬀect-induced
electricity-generation process of the TENG.
The electric potential distribution in the TENG can be
veriﬁed through numerical simulation using COMSOL. The
proposed model is based on an Al foil, a polyoleﬁn ﬁlm, and a
bottom Al electrode with dimensions of 7 cm × 7 cm and a
thickness of 90 μm for the polyoleﬁn ﬁlm and 50 μm for the Al
foil and the bottom Al electrode, as displayed in Figure 2b. The
triboelectric charge density on the polyoleﬁn ﬁlm was assumed
to be −17.5 μC/m2, and the Al foil was connected with the
ground. As depicted in Figure 2c,d, the calculated results of the
electric potential distribution in the TENG under the diﬀerent
D
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Figure 4. (a) Measured electroluminescence spectra of a single-lighted LED. The inset illustrates a photograph of the LED. (b) Optical images of the
light-emission peaks of the LED under diﬀerent pressure pulses. (c) Modulation factor (M = (ΔI)/IM) of a LED-TENG pixel as a function of the
applied instantaneous pressure. (d) Light-emission densities of the ﬁve pixels in the area marked with white color in Figure 3c, indicating an average
instantaneous pressure of about 25 kPa. (e−g) Optical images of the electronic skin that was touched using a human ﬁnger covered with a nitrile
glove.

instability of triboelectric characteristics of human hands
resulting from perspiration or other cases. The working
principle and the calculated electron-transfer process are
shown in Figure S6 and indicate that the electrons can ﬂow
from the bottom Al electrode to ground when the separation
distance between the nitrile glove and the polyoleﬁn ﬁlm
increases, whereas the electrons can ﬂow along the opposite
direction for the decrease in the separation distance. To
demonstrate that the fabricated TENG can be used as a power
source to light up commercial LEDs, 40 green LEDs were
divided into two groups in series with the opposite polarities,
which were both connected to the TENG. When the device
was compressed by the Al foil or the hand covered with a nitrile
glove, one group of LEDs can be simultaneously lit up because
of the produced positive voltage/current peak, as displayed in
Movie 1 (Supporting Information). When the compressive
force was released, the other group of the LEDs can be lit up
because of the produced negative voltage/current peak. With
an increase in the touch frequency, all of the LEDs can be
simultaneously lit up because of the high switching frequency,
as illustrated in Figure S7a. To understand the size eﬀect of the
TENG on the brightness of the connected LED, we fabricated
diﬀerent TENGs with sizes of 2 × 2, 3 × 3, 4 × 4, 5 × 5, and 6

the measurements were achieved under a separation distance
larger than 10 mm. To understand the eﬀect of the electrostatic
charges in the electret ﬁlm on the charge transfer in the TENG,
Figures S3 and S4 show the electron-transfer principles for the
two kinds of electrostatic charge distributions in the electret
ﬁlm, respectively. Once there is a separation distance between
the Al foil and the electret ﬁlm, the electrons can ﬂow along
opposite directions for the two kinds of electrostatic charge
distributions, respectively. When the ﬂow direction of the
electrons for the electrostatic device is same as that of the
TENG, there are more electrons that can be transferred
between the Al electrode and the ground, as displayed in the
curve II in Figure 2e. If the current direction of the electrostatic
device is opposite as compared with that of the TENG, then
the amount of transferred electrons can be decreased, as shown
in the curve III in Figure 2e. The results indicate that the
electrostatic charges in the electret ﬁlm can be utilized to
enhance the output performance of the TENG.
To realize the ﬁnger/hand touch-sensing functionality of the
device, we also measured output performance of another
TENG, where the human hand covered with a nitrile glove was
used to replace the top Al foil in Figure 2a, as shown in Figure
S5. The purpose of utilizing the nitrile glove is to avoid the
E
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Figure 5. (a) Photograph of the device for tracking the motion route of the target object, where pixels 1 and 30 are regarded as the entrance and exit
ports, respectively. (b) Obtained mapping images of the electroluminescence signals from all of the pixels indicate that an object moves along 1 → 2
→ 7 → 12 → 13 → 18 → 23 → 24 → 29 → 30.

each pixel has a size of 1.2 cm × 2.5 cm. The fabricated device
can be utilized to map spatially and to display visually the
applied-touch proﬁle. As displayed in Figure 3d, applying
pressure through the L-shaped Al slab at the bottom of the
electronic skin can produce recognizable letter L on the surface
of the device, which can be also seen in Movie 2 (Supporting
Information). Figures 3e and S9 illustrate that the fabricated
electronic skin can be also utilized to map spatially and to
display visually the touch proﬁles applied by the U- and Eshaped Al slabs, respectively.
When an instantaneous pressure is applied on the back side
of the active matrix of the LED-TENG array, the pressure peak
can be determined by utilizing a commercial pressure sensor,
and the corresponding light-emission-intensity peaks of the
LEDs can be conﬁrmed using a camera-imaging technique. To
avoid the eﬀect of the loading rate of the pressure on the output
performance of TENG and the brightness of the LED, the
pressure measurements were achieved under the almost same
touching frequency of about 0.5 Hz. As illustrated in Figure 4a,
when the applied pressure peak is about 50 kPa, the obtained
light-emission peak is displayed in the inset. It was found that
the obtained light-emission-intensity peak decreases with
decreasing the applied instantaneous pressure, as depicted in
Figure 4b. The light-emission intensity of each LED-TENG
pixel can be largely modulated by the magnitude of the applied
pressure. The brightness of the background signal without the
applied pressure on the device is denoted I0. The emission

× 6 cm2, where each TENG was connected with one LED, as
depicted in Figure S7b,c. Figure S7d shows the photograph of
these LEDs lit by TENGs under the same pressure, indicating
that all the LEDs can be lit up and the brightness of the LEDs
decreases with the decreasing size of TENG, as illustrated in
Figure S7e. These results suggest the possibility of device
construction for a self-powered tactile-sensor system that
utilizes the TENG pixels to drive LEDs to realize the applied
instantaneous pressure visualization.
Figure 3a illustrates a schematic diagram of the fabricated
self-powered electronic skin. First, an LED array was fabricated
on a printed circuit board (PCB) substrate, where all of the
cathode electrodes of the LEDs were connected to the ground.
Next, each anode electrode of the LED was connected to one
Cu electrode of the TENG at the bottom. A layer of the
polyoleﬁn ﬁlm was then covered on the Cu electrode array.
Although the size of each pixel is limited to that of the Cu
electrode, this fabrication approach can result in highly uniform
and large-scale production of the active-sensor array by utilizing
well-established microfabrication process technology. As
displayed in Figure 3b, the photograph of the fabricated device
illustrates that the active matrix of the LED-TENG array has 6
× 5 pixels and all of the LEDs are functional. Figure S8 depicts
the electroluminescence spectra of the LED with the major
emission peak located at 513 nm, where the photograph of the
lighted LED is shown in the inset. As shown in Figure 3c, the
optical image of the back side of the device clearly displays that
F
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Figure 6. (a) Photograph of the fabricated active matrix of the LED-TENG array (8 × 7 pixels). (b) Photograph of all of the lighted blue LEDs in
the electronic skin, indicating that all of the blue LEDs are functional. (c−e) Obtained mapping ﬁgures of the electroluminescence signals from all of
the pixels when (c) one ﬁnger, (d) two ﬁngers, and (e) one hand covered with a nitrile glove were utilized to touch the device from the back side,
respectively. (f) Light-emission densities of the seven pixels in the area marked with red color in panel e, indicating that the largest pressure appears
in the fourth pixel.

kPa by using a commercial pressure sensor, as illustrated in
Figure S12.
Figure 4e−g shows the optical images of the electronic skin
under the touching of a ﬁnger tip covered with a nitrile glove,
indicating that ﬁnger touch can be utilized to light up the LED
directly. As displayed in Figure S13a, when an instantaneous
pressure was applied on the center area of the sensor system
using a human hand covered with a nitrile glove, the
corresponding LEDs can be lit up, as illustrated in Figure
S13b. It was found that the largest pressure was applied on the
fourth LED-TENG pixel by the analysis of the emission
densities of all of the LEDs, as displayed in Figure S13c,d. The
self-powered electronic skin can be utilized for sensing the
touch-induced instantaneous pressure of the human ﬁnger/
hand covered with a nitrile glove, which can be also seen in
Movie 3 (Supporting Information).
By addressing and monitoring the electroluminescent signals
of the LEDs for all of the pixels in the active matrix, the
electronic skin can be also utilized to detect the motion route of

intensity of the LED under the applied pressure is assigned to
Ip, and the largest brightness value is IM. All of the obtained
images were converted to gray images for the analysis of the
light-emission intensities. The modulation factor, M, of LED
intensity is then deﬁned as M = (IP − I0)/IM. The sensitivity, S,
of the applied pressure can be expressed as
S = (ΔI /IM )/σ = M /σ

(1)

where M is the modulation factor and σ is the applied pressure.
The measured instantaneous pressure and emission intensity
peak data of the LED are displayed in Figures S10 and S11,
respectively. From the slopes of the linear responses in Figure
4c, the sensitivities of pressure can be extracted to be about 3.0
± 0.1 kPa−1 from 0 to 30 kPa and 0.7 ± 0.1 kPa−1 from 30 to
50 kPa, which are much larger than that of the reported value.9
By the analysis of the obtained light-emission intensities of the
LEDs at ﬁve pixels in Figure 3d, the applied average pressure on
the device can be extracted to be about 25 kPa, which is
consistent with the measured average pressure data of about 28
G
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sources. The electrostatic charges in the electret ﬁlm can be
utilized to enhance the output performance of the TENG. The
LEDs can be lit up locally when an instantaneous pressure is
applied on the active matrix, where the light-emission density of
the LED quantiﬁes the magnitude of the applied pressure. An
active matrix of the LED-TENG array with the 8 × 7 pixels was
utilized to demonstrate the self-powered, visual, and highresolution capabilities of the tactile/touch sensing by recording
the electroluminescent signals from all of the pixels, where the
active size of each pixel can be decreased to 10 mm2. Selfpowered electronic skin technology has a wide range of
potential applications in touchpad technology, smart wallpaper,
robotics, and safety-monitoring devices.

an object by recording light-emission mapping signals. As
illustrated in Figure 5a, to demonstrate the use of the electronic
skin for tracking the motion route of a target object, the
positions at pixels 1 and 30 are regarded as the entrance and
exit ports, respectively. When the LED on pixel 1 was lit up, we
began to record the light-emission mapping ﬁgures of all of the
pixels. The corresponding mapping ﬁgure recording was
ﬁnished when the LED on pixel 30 was lit up. By analysis of
the obtained mapping ﬁgures, we can determine how the object
moved in the active matrix of the LED-TENG array (6 × 5
pixels). As depicted in Figure 5b, the motion route of the object
was determined to be 1 → 2 → 7 → 12 → 13 → 18 → 23 →
24 → 29 → 30 by analysis of the recorded 10 mapping ﬁgures.
The electronic skin technology not only provides the selfpowered visualization functionality of the touch sensing and
motion route tracking but also realizes a concealment
monitoring characteristic because the light emission of the
LEDs and the target object appear at the two sides of the sensor
system, respectively.
As shown in Figure 6a, to enhance the spatial resolution of
self-powered electronic skin, we fabricated another activematrix LED-TENG array with 8 × 7 pixels, where the active
size (the electrode area of TENG) of each pixel can be
decreased to 10 mm2, as displayed in Figure S14. As depicted in
Figure 6b, the electroluminescence spectra of the LED exhibits
a major emission peak at 456 nm, where all of the blue LEDs
are functional under an external bias, as shown in the inset.
Figure 6c displays that six blue LEDs can be lit up when a ﬁnger
tip covered with a nitrile glove was used to touch the back
surface of the active matrix. When the instantaneous touches
were simultaneously applied along the diagonal line of the
matrix by using two ﬁngers, the responding LEDs were lit up at
two positions, as illustrated in Figure 6d. As shown in Figure 6e,
when all 56 pixels were touched by utilizing the human hand
covered with a glove, the obtained mapping ﬁgure clearly
depicts that all of the LED-TENG pixel units are functional and
the largest pressure appears at the fourth pixel in the area
marked with red color by the analysis of the light-emission
density distribution of the seven LEDs, as displayed in Figure
S15. As depicted in Movie 4 (Supporting Information), we have
demonstrated the methodology for fabricating a self-powered
electronic skin for sensing touch-induced instantaneous
pressure and visualization. Miniaturization of pixel size for a
higher spatial resolution is also possible by using other
techniques to produce a micro/nanoscale LED-TENG array,
where the mutilayer electret ﬁlms and micro/nanoscale LEDs
can be utilized to increase the pixel resolution further. The
potential challenges include how to fabricate the micro/
nanoscale LEDs and how to use the micro/nanoscle TENG to
drive the corresponding LEDs. Other electret-ﬁlm materials can
be also used for fabricating the TENGs. The output
performance of the TENG can be also enhanced by decreasing
the thickness of the electret ﬁlm. As compared with reported
electronic skins, the advantages of this technology include low
cost, simple structure, tactile visualization, and self-powered
capability.

■

EXPERIMENTAL SECTION

■

ASSOCIATED CONTENT

Fabrication of the Self-Powered Sensor System. The
fabricated TENG consists of an Al foil with a thickness of 50 μm,
an electret ﬁlm with a thickness of 90 μm, and an Al electrode
deposited on the electret ﬁlm. The electret ﬁlm consists of air voids
separated by thin polyoleﬁn layers and was polarized via the corona
method, resulting in positive and negative charges on the two surfaces
of the ﬁlm. The self-powered sensor system is composed of LED array
layer, a TENG electrode layer, and the electret ﬁlm. The LED array
was fabricated on a PCB substrate, where all of the cathode electrodes
of the LEDs were connected to the ground. Each anode electrode of
the LED was connected with a Cu electrode, which is also the
electrode of the TENG. The polyoleﬁn ﬁlm was then covered on the
Cu electrode array. The size of each pixel was determined by the size
of the TENG electrode, where the spatial resolution of the sensor
system can be enhanced by decreasing the size of the TENG electrode.
Pressure was applied on the bottom of the polyoleﬁn ﬁlm, and the
LED can be turned on locally at the same time.
Measurement of the Self-Powered Sensor System. Under a
load resistance of 100 MΩ, a Keithley 6514 system electrometer and a
low-noise current preampliﬁer (Stanford Research SR570) were used
to measure the output voltage and the output current of TENG,
respectively. The electroluminescent signals of the LEDs were
recorded using a ﬁber-optic spectrometer. The light-emission
intensities of the LEDs under the applied external pressures were
monitored by using movie image acquisition and processing
technologies. For pressure calibration, the applied instantaneous
pressure was measured using a commercial pressure senor.

S Supporting Information
*

Output voltage and output current of the TENG when the
polyoleﬁn ﬁlm was reversed for the two surfaces; constructed
model for the calculation of the charge quantity on the bottom
Al electrode under the diﬀerent separation distances between
the Al foil and the polyoleﬁn ﬁlm; working principle of the
electrostatic device; output voltage and current of the TENG
when the human hand covered with a nitrile glove and the
polyoleﬁn ﬁlm were used for contact and separation; working
principle of the TENG and the corresponding calculation for
the charge quantity on the bottom Al electrode under the
diﬀerent separation distances between the human hand covered
with a nitrile glove and the polyoleﬁn ﬁlm; photograph of the
TENG lighting up 40 green LEDs; size eﬀect of the TENG on
the brightness of the LED; measured electroluminescence
spectra of a single-lighted LED; electroluminescence image of
the device when touched with an E-shaped Al slab; diﬀerent
pressure pulses measured from Figure 4b; light-emission
density peak of the LED under the diﬀerent pressure pulses;
measured pressure applied on the LED-TENG array; lightemission distribution of the LEDs when a human hand covered

■

CONCLUSIONS
We have demonstrated a self-powered electronic skin consisting
of a LED-TENG array that can be utilized for spatially mapping
the applied instantaneous tactile events and tracking the
movement location of the target object by recording the
electroluminescent signals of the LEDs without external power
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with a nitrile glove was utilized to apply pressure on the LEDTENG array; photograph of the electrode array of the TENGs
in the sensor system; and light-emission densities of the seven
pixels in the area marked with red color in Figure 6e. This
material is available free of charge via the Internet at http://
pubs.acs.org.
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