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ABSTRACT: A novel self-powered acceleration sensor based on triboelectric
nanogenerator is proposed, which consists of an outer transparent shell and an inner
mass-spring-damper mechanical system. The PTFE ﬁlms on the mass surfaces can
slide between two aluminum electrodes on an inner wall owing to the acceleration in
the axis direction. On the basis of the coupling of triboelectric and electrostatic
eﬀects, the potential diﬀerence between the two aluminum electrodes is generated in
proportion to the mass displacement, which can be used to characterize the
acceleration in the axis direction with a detection range from about 13.0 to 40.0 m/
s2 at a sensitivity of 0.289 V·s2/m. With the integration of acceleration sensors in
three axes, a self-powered 3D acceleration sensor is developed for vector
acceleration measurement in any direction. The self-powered 3D acceleration
sensor has excellent performance in the stability test, and the output voltages have a
little decrease of ∼6% after 4000 cycles. Moreover, the self-powered acceleration
sensor can be used to measure high collision acceleration, which has potential practicability in automobile security systems.
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acoustic,26,27 and vibration sensors,28−30 and it also could be
used to act as a self-powered acceleration sensor.
In this paper, we demonstrated a novel self-powered 3D
acceleration sensor based on three independent TENGs, which
were perpendicular in the three directions and composed of an
outer transparent shell and an inner mass−spring−damper
mechanical system. Owing to the linearly proportional
relationship between the acceleration and the output voltage,
the sensor can be used to measure acceleration with great
detection range and sensitivity. More importantly, the 3D
acceleration sensor can be used to measure vector acceleration
in any direction and the components of the vector acceleration
in the three axes can be characterized by the three output
voltages, respectively and independently. Furthermore, high
speed car collision acceleration was simulated and successfully
detected by the self-powered 3D acceleration sensor, which has
a potential practicability in automobile security systems.

INTRODUCTION

An acceleration sensor is a device that can measure accelerating
force, which plays an important role in many ﬁelds, such as
satellites, biomedical devices, large mechanical structure testing,
airbags, and earthquake monitoring.1,2 According to the
diﬀerent physical principles, acceleration sensors can be broadly
classiﬁed into capacitive,3,4 piezoresistive,5 and piezoelectric6−8
types, in which the capacitive and piezoresistive sensors require
external power, which may limit their wide application. The
piezoelectric sensor is self-powered, but the output electrical
signal is very small and may be inﬂuenced by the environmental
noise. It is necessary, therefore, to fabricate an acceleration
sensor, which does not need an external power source and has
large output signal. One of the practicable approaches is to
convert the ambient environment energy (such as solar energy,
wind energy, geothermal energy) into electrical energy to drive
the sensor,9−12 while the other important approach is that the
sensor can actively generate an electric signal itself as a
response to the acceleration.13
Recently, the triboelectric nanogenerator (TENG) based on
triboelectric and electrostatic induction eﬀects has been
successfully invented to harvest mechanical energy.14−16 To
now, owing to the outstanding performance and high output
voltage, the TENG has been extensively used to drive or
control microelectronic devices17−20 and act as self-powered
sensors, such as motion tracking,21 pressure,22 touch,23−25
© XXXX American Chemical Society
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RESULT AND DISCUSSION
Figure 1a schematically shows the basic structure of the 1D selfpowered acceleration sensor based on a single TENG, which
consists of an outer transparent shell and an inner mass−
spring−damper mechanical system. In the fabrication process,
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eﬀectively improve the output signal of the TENG,
nanostructures (Figure 1c) were processed on the PTFE
surface by the inductive coupled plasma (ICP). A piece of
sponge was sandwiched between the mass and the PTFE ﬁlm
as a buﬀer, which can maintain intimate contact between the Al
and PTFE ﬁlms for electriﬁcation and improve the stability of
the sensor. Two springs with spring coeﬃcients of 42.96 N/m
and lengths of 50 mm were ﬁxed on two opposite sides of the
mass, which can restrain the mass at the initial position without
external acceleration. Figure 1b shows the structural design of
the 3D acceleration sensor, which is composed of three
perpendicular 1D acceleration sensors for measuring the
acceleration with respect to the X, Y, and Z axes, respectively.
Figure 2 schematically displays the working principle of the
acceleration sensor. As shown in Figure 2a, when the PTFE
ﬁlm is intimately contacted with the two Al electrodes in the
middle position, owing to the diﬀerent triboelectric polarity of
the PTFE and Al, the electrons will transfer from the Al
electrodes to the PTFE ﬁlm, rendering the PTFE ﬁlm with
negative charges in the saturated state and the two pieces of Al
ﬁlm electrodes with equal positive charges in average, which
will not generate potential diﬀerence between them due to
electrostatic equilibrium. The charges on the PTFE surface
cannot be conducted away or neutralized in the measurement
process. When the acceleration sensor is subject to a certain
external acceleration in the left-hand direction, the left-hand
side spring will be stretched while the right-hand side spring
will be compressed. Meanwhile, the PTFE ﬁlm will slide against
with the Al electrodes (Figure 2b) owing to the inertia force.
On the left-hand Al electrode, part of positive charges will lose
the constraints of the negative charges on the PTFE surface and
be evenly distributed on the part of left-hand Al electrode,
which is not contacted with the PTFE ﬁlm. While on the righthand Al electrode, all of the positive charges will be evenly
distributed on the part of right-hand Al electrode, which is

Figure 1. Basic structure of the self-powered 3D acceleration sensor
based on TENGs. (a) Schematic illustrations of 1D acceleration sensor
based on single TENG. (b) Schematic diagram showing the structural
design of the device composed of three TENGs. (c) SEM image of the
PTFE surface with etched nanostructure.

the outer transparent shell was composed of acrylic sheets,
which were accurately cut by a laser cutter and have the distinct
advantages of low weight, low cost, and great machinability.
The cubical inertial mass is made of steel, with the side length
of 18 mm and the weight of 28.45 g. As the ﬁxed triboelectric
layers and electrodes, two pieces of Al ﬁlms (18 mm × 40 mm)
were pasted on the internal surface of the acrylic sheets, leaving
an interval less than 1 mm between them. The polytetraﬂuoroethylene (PTFE) ﬁlm was purposely chosen as the freestanding
triboelectric layer, which was cut into 18 mm × 18 mm and
adhered on the surface of the inertial mass. In order to increase
the eﬀective contact surface area and the surface roughness and

Figure 2. Working principle of the acceleration sensor. (a) Original state with the PTFE in the middle position. (b) PTFE ﬁlm sliding to the right
and separating with the left electrode. (c) PTFE ﬁlm slides out of the left-hand electrode. (d) Returning to the original position. (e, f) PTFE ﬁlm
sliding in the opposite direction.
B
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Figure 3. Relationship between the output voltages and the sliding displacements of the PTFE ﬁlm. (a) Output voltage of the acceleration sensor
when the PTFE slides from −9 to 9 mm. (b) Relationship between the output voltage and the sliding displacement, showing that they have a good
linear relationship.

contacted with the PTFE ﬁlm. There will be a positive potential
diﬀerence between the two electrodes. With the increasing
acceleration, the mass will slide to the right-hand side until the
PTFE ﬁlm slides out of the left-hand electrode (Figure 2c), and
all of the positive charges on the left-hand Al electrode will lose
the constraints and evenly distributed on the total left-hand Al
electrode surface. While on the part of right-hand Al electrode,
which is contacted with the whole PTFE ﬁlm, all of the positive
charges will be evenly distributed.The potential diﬀerence will
reach the maximal value. After that, if the acceleration stops, the
mass with the PTFE ﬁlms will come back to its original position
due to the elasticity of the springs (Figure 2d) and the potential
diﬀerence will decrease to zero. The similar distribution of
charges on the Al electrodes and potential diﬀerence with the
reverse polarity are shown in Figures 2e and f. Therefore, the
single TENG as a 1D self-powered acceleration sensor can
characterize the acceleration vector in the axial direction.
The relationship between the output voltages and the sliding
displacements of the PTFE ﬁlm was systematically studied. As
shown in Figure S1 (Supporting Information), the Al
electrodes were ﬁxed on the acrylic sheet and the inertial
mass was ﬁxed on the linear motor. The velocity and the
acceleration of the linear motor are in oscillation and the
frequency is ﬁxed. At the original state, the inertial mass is in
the middle of the Al electrodes. With the oscillation of the
linear motor, the PTFE ﬁlm slides against the Al electrodes and
the sliding distance of the PTFE ﬁlm from the original position
can be precisely controlled by the linear motor. Figure 3a shows
the output voltages of the acceleration sensor with the PTFE
ﬁlm sliding range from −9 to 9 mm. The output voltage
increases with the sliding displacement, in which the polarity is
determined by the sliding direction. As shown in Figure 3b, it is
distinctly demonstrated that the output voltage has a good
linear relationship with the sliding displacement.
The relationship between the acceleration and the output
voltage is analyzed in Figure S2 (Supporting Information), in
which the charges distribution in the surfaces is shown in detail.
The TENG can be approximately considered as a capacitance.
Thus, the output voltage can be described as follows:
Voc =

QLx
LC0

Information. Considering to the complex structure and force
conditions of the acceleration sensor in measurement, N1, N2,
N3, and N4 are used to represent the pressure for each frictional
surface, respectively, and μ to represent the identical friction
coeﬃcient owing to the same materials. The elastic force is
represented as 2kLx for the mass is forced by two identical
springs. Therefore, the mechanics formula can be described as
follows:
F = 2kLx − μ(N1 + N2 + N3 + N4) = ma

(2)

where k is spring coeﬃcient, m is the weight of the mass, and a
is the acceleration along movement direction of the inertial
mass. With the above mechanics formula and the eq 1, the
acceleration can be described as follows:
a=

μ(N1 + N2 + N3 + N4)
2kLC0Voc
−
Qm
m

(3)

Therefore, it is obviously demonstrated that the acceleration
has a linear relationship with the output voltage. In the
experiment, the sensitivity of the sensor can be calculated by
ΔV/Δa. According to eq 3, the sensitivity of the sensor can be
described as follows:
S=

Qm
2kLC0

(4)

in which the sensitivity of the sensor is depended on the
charges on the frictional surface, the inertial mass, the friction
coeﬃcient, the length of the PTFE ﬁlm and the capacitance of
the two Al electrodes.
Figure 4 shows the performance of the acceleration sensor.
In the measurement process, the periodical positive and
negative accelerations with the same magnitude were applied
to the sensor for periodic reciprocating motion by a linear
motor. The output voltages of the sensor at several speciﬁc
accelerations are shown in Figures 4a−e. It can be seen clearly
that all of the output voltage signals are uniform and stable. The
relationship between the output voltage and the acceleration
along the +X direction and −X are plotted in Figure 4f and
Figure S3 (Supporting Information), which can be linearly
ﬁtted with the correlation coeﬃcient of 0.990. Also, the sensor
has a high sensitivity of 0.289 V·s2/m, which is important to the
applications of acceleration sensor. Figure 4g is the stability test
of the acceleration sensor with periodical positive and negative
acceleration of ±17 m/s2 for 4000 cycles. The voltage was
measured after every 500 cycles, during which 120 cycles were
recorded. After 4000 cycles, the output voltages only show a

(1)

where Voc is the open-circuit voltage of the sensor, Q is the total
charges on the surface of the PTFE ﬁlm, C0 is the capacitance
of the two Al electrodes, L is the length of the PTFE ﬁlm, and
Lx is the sliding distance of the PTFE ﬁlm from the original
position. The derivation of eq 1 is detailed in the Supporting
C
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Figure 4. Performances of the acceleration sensor based on TENG. (a−e) Output voltages of the sensor at several speciﬁc accelerations. (f) The
relationship between the positive peak value of output voltages and the corresponding accelerations. (g) The stability experiment of the acceleration
sensor with periodical positive and negative accelerations (±17 m/s2) for 4000 cycles.

little decay of ∼6%, which demonstrates that the sensor has an
excellent stability. Therefore, the output voltage can successfully characterize the external acceleration.
On the basis of three perpendicular TENGs, the 3D
acceleration sensor was developed and the characteristic
calibrations in three axes are shown in Figure 5. When the
3D acceleration sensor is subjected to a certain external
acceleration in the X axis, the PTFE and Al electrodes, which
are in the 1D acceleration sensor placed along X axis, can only
render relative motion, while there are no relative motions
between the PTFE and Al electrodes in the other 1D
acceleration sensors placed along the Y and Z axes. Therefore,
as shown in Figure 5a, the output voltage of the 3D acceleration

sensor can characterize the acceleration in the X direction, and
the output voltages for the Y and Z axes are zero, which is
accord well with the structural design and working principle.
The measurement range is +13.0 to +40.0 m/s2 for the +X axis
and −13.0 to −41.0 m/s2 for the −X axis, which is not
completely consistent due to the manufacturing and measuring
error of the sensor. When the acceleration smaller than ±13 m/
s2 is applied to the sensor, owing to the friction between the
PTFE and Al foil, the PTFE will not slide and the acceleration
cannot be measured under the measurement lower limit. While
when the sensor is subjected to the acceleration larger than
+40.0 or −41.0 m/s2, the sliding displacement will exceed 9
mm. In this state, all the positive charges on the electrode,
D
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Figure 5. Characteristic calibrations of the 3D acceleration sensor in the three directions and the measurement results of the vector accelerations.
(a−c) When the 3D acceleration sensor is subjected to a certain external acceleration in one axis, the 3D acceleration sensor can generate voltage to
characterize acceleration in this axis, and there is no output voltage signal for the other two axes. (d) Measurement results of ﬁve vector accelerations.
The measured vector accelerations accord closely with the actual accelerations.

which are completely separate with the PTFE ﬁlm, will lose the
constraints by the negative charges on the PTFE surface.
Therefore, the potential diﬀerence of the two Al electrodes will
not increase anymore and the acceleration sensor reaches the
measurement upper limit. Figure 5b and c are the performances
of the 3D acceleration sensor along the Y and Z axes,
respectively. They have a similar performance with the one
along the X axis. The detailed characteristics of the 3D
acceleration sensor in three axes are listed in Table 1. The triple

output voltages can characterize the components of the vector
acceleration in the three axes, respectively and independently.
Therefore, the 3D acceleration sensor can measure vector
acceleration in any direction. By calculating the three output
voltages, the vector acceleration can be obtained. As shown in
Figure 5d, the red points represent the actual vector
accelerations and the blue points represent the measured
vector accelerations. It is obvious that the measured 3D vector
accelerations accord closely with the actual accelerations. The
measured components of the accelerations in the three axes
have a maximum error of 0.9 m/s2, which is within the standard
deviation range. Therefore, the experimental results demonstrate that the sensor can correctly and eﬀectively measure 3D
vector accelerations in any directions. The detailed measurement data are shown in Table 2.
A collision experiment is simulated to demonstrate the
application of the 3D acceleration sensor in the vehicle collision
safety system. Figure 6a is a schematic illustration of the 3D
acceleration sensor for practical application. When a vehicle
collision accident took place, the impact acceleration can be
measured and the safety air bag can be triggered by the
acceleration sensor to protect human life. Generally, the time of
the vehicle collision is very short and the impact acceleration is
usually high, which is beyond the measurement upper limit of

Table 1. Detailed Characteristics of the 3D Acceleration
Sensor in Three Axes
direction

amin (m/s2)

amax (m/s2)

S (V·s2/m)a

R2 b

SD (m/s2)c

−X
+X
−Y
+Y
−Z
+Z

−13.0
13.0
−12.9
12.6
−14.0
14.0

−41.0
40.0
−41.0
43.0
−39.0
42.0

0.276
0.289
0.264
0.261
0.324
0.268

0.977
0.990
0.982
0.978
0.977
0.982

1.349
0.924
1.151
1.524
1.248
1.151

a

S is the sensitivity of the sensor. bR is the coeﬃcient to represent the
correlation between the ﬁtting curve and the experiment dates. cSD is
the standard deviation.

Table 2. Detailed Measurement Results of the 3D Vector Accelerations
number
1
2
3
4
5

actual accelerations in three axis (m/s2)
(12.1
(17.7
(0
(25.0
(−22.0

12.1
0
−25.4
−20.0
−22.0

12.1)
−17.7)
17.8)
0)
−22.0)

measured accelerations in three axis (m/s2)
(12.7
(18.1
(0
(24.8
(−21.4

12.6
0
−21.6
−20.1
−21.1
E

12.8)
−17.3)
17.6)
0)
−21.4)

acceleration error (m/s2)
(0.6
(0.4
(0
(−0.2
(−0.6

0.5
0
0.7
0.1
−0.9

0.7)
−0.4)
−0.2)
0)
−0.6)
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forces. As shown in Figure 6c, the output voltage increases with
the increasing of the impact acceleration. If two 1200 kg cars
frontal collision happened, the maximum impact acceleration
can reach about 180 and 400 m/s2 corresponding to the
running speed of 80 and 120 km/h,31 which are in the
measurement range of the 3D acceleration sensor. It indicates
that the 3D acceleration sensor can measure high accelerations
and has the potential application in the automobile security
system.

■

CONCLUSION
In summary, we ﬁrst developed a self-powered 3D acceleration
sensor based on three independently and mutually perpendicular TENGs with an outer transparent shell and an inner massspring-damper mechanical system. The relationship between
the output voltages and the sliding displacements of the PTFE
ﬁlm was systematically investigated. When an external
acceleration in axis direction was applied to the TENG, the
output voltage is generated and it had a good linear relationship
with the external acceleration. Therefore, the TENG can be
used as the acceleration sensor and it has good performance
with the detection range from about 13.0 to 40.0 m/s2 and
sensitivity of 0.289 V·s2/m in the axis direction. After 4000
cycles, the output voltages show only a little decay of ∼6% and
the acceleration sensor has an excellent stability. The three
output voltages of the acceleration sensor can characterize the
components of the vector acceleration in the three axes,
respectively and independently. Therefore, the 3D acceleration
sensor can measure vector acceleration in any direction. The
measured components of the accelerations in the three axes
have a maximum error of 0.9 m/s2, which is within the standard
deviation range. The 3D acceleration sensor can measure high
collision accelerations and has the potential practicability in the
automobile security system. This study not only demonstrates a
self-powered and high sensitivity 3D acceleration sensor but
also expands TENG’s application in self-powered sensor ﬁelds.

■

EXPERIMENTAL SECTION

■

ASSOCIATED CONTENT

Fabrication of the Nanostructure on the Surface of the PTFE
Film. The PTFE ﬁlm (50 μm thick) was cleaned with isopropyl,
alcohol and deionized water in sequence. It was blown dry with
compressed air and deposited a layer of gold particles as the mask by
sputtering. Subsequently, the PTFE ﬁlm was processed by the
inductively coupled plasma (ICP) for 40 s and the nanostructure
was created on the surface. Speciﬁcally, Ar and O2 gases were imported
in the chamber with the ﬂow of 5.0 and 55.0 sccm, respectively. One
power source of 440 W was used to generate a large density of plasma
and the other power source of 100 W was used to accelerate the
plasma ions. The SEM image of the nanostructure was taken by Hitach
S-5500.
Fabrication of the Acceleration Sensor. Twenty-four pieces of
Al adhesive tape (50 μm thick) were cleaned and cut into rectangle
(18 mm × 40 mm). Then they were pasted on 12 pieces of acrylic
sheets, respectively. The PTFE ﬁlm, sponge and mass’s surface were
pasted in sequence. Finally, the mass and springs were sealed in the
acrylic sheet shell.

Figure 6. Application of the acceleration sensor in vehicle collision
safety system. (a) Acceleration sensor for the application of the vehicle
collision safety system. (b) Output voltages of the acceleration sensor
in diﬀerent impact forces. (c) Relationship between the output voltage
and the impact acceleration. With the speed of 80 km/h, the car
collision acceleration is about 180 m/s2. When the car collision
happened with a high speed of 120 km/h, the car collision acceleration
can reach to about 400 m/s2. The general and high car collision
accelerations are in the measurement range of the acceleration sensor.

the designed acceleration sensor. In order to improve the
measurement upper limit of the acceleration sensor, two
springs with a spring coeﬃcient of 103.84 N/m are used and
the length of the PTFE ﬁlm is increased to 35 mm. Owing to
the limitation of the linear motor, which cannot apply a large
acceleration to the sensor, a new experimental method was
adopted to simulate the acceleration in vehicle collision. In this
experiment, as shown in Figure S4 (Supporting Information),
the sensor was ﬁxed on the force gauge (MARK-10-M5-50)
and impacted by the external collision force. By the measured
values of the force gauge and the basic mechanical formula F =
Ma, where M is the mass of the sensor system, the impacting
accelerations can be calculated. Figure 6b shows the output
voltages of the acceleration sensor with diﬀerent collision
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