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ABSTRACT: Multifunctional electronic textiles (E-textiles) with
embedded electric circuits hold great application prospects for
future wearable electronics. However, most E-textiles still have
critical challenges, including air permeability, satisfactory
washability, and mass fabrication. In this work, we fabricate a
washable E-textile that addresses all of the concerns and shows its
application as a self-powered triboelectric gesture textile for
intelligent human−machine interfacing. Utilizing conductive
carbon nanotubes (CNTs) and screen-printing technology, this
kind of E-textile embraces high conductivity (0.2 kΩ/sq), high air
permeability (88.2 mm/s), and can be manufactured on common
fabric at large scales. Due to the advantage of the interaction
between the CNTs and the fabrics, the electrode shows excellent stability under harsh mechanical deformation and even
after being washed. Moreover, based on a single-electrode mode triboelectric nanogenerator and electrode pattern design,
our E-textile exhibits highly sensitive touch/gesture sensing performance and has potential applications for human−
machine interfacing.
KEYWORDS: electronic textiles, washable, self-powered, human−machine interaction
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requirements for the formation of electrode patterns.
Furthermore, the development of such E-textiles is also
shadowed by its power supply as a traditional battery is a
burden for light, convenient E-textiles.12
Newly invented triboelectric nanogenerators (TENGs), on
the basis of triboelectriﬁcation eﬀect and electrostatic induction,
have superiority in converting low-frequency mechanical energy
into electric power.13,14 With advantages like universal material,
simple structure, low cost, easy fabrication, and prominent
stability, the TENG has attracted considerable interest in
wearable electronics.15−17 Moreover, fabrics or ﬁbers can be
easily weaved into textiles to manufacture TENGs for
harvesting human mechanical energy.18−20 For example, Wen

apid advancements in wearable electronics have
imposed urgent demands for electronic textiles (Etextiles).1,2 As a critical component of E-textiles, an
electrode with a designable pattern still meets great challenges
from mechanical and chemical stability aspects.3,4 Compared
with traditional stiﬀ electrodes, a conductive network
constructed by nanoparticles, nanoﬁbers, or nanotubes is
preferred for fabricating electrodes on textiles.5,6 Some related
works have been reported about the electrode on the basis of
textiles with nanomaterials through dip-coating,7 chemical
deposition,8 and magnetron sputtering.9 However, these
processing methods can hardly meet the requirements of
washability, pattern diversity, and time-eﬃcient/mass production of the electrode. On the other hand, smart systems for
touch/gesture sensing are crucial for human−machine
interfaces.10,11 The realization of gesture control through Etextiles requires highly integrated sensors, which sets higher
© 2018 American Chemical Society
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Figure 1. Structure design and sensing mechanism of the washable electronic textile (WET). (a) Schematic illustration of WET with an array
of CNT electrodes by screen printing. (b) Digital photograph of the large-scale WET. (c,d) SEM images of the surface of the textile with CNT
ink on it. (e) Short-circuit charge distribution (top) and open-circuit potential distribution (bottom) show the sensing mechanism of the
WET.

et al. have reported a hybridized self-charging power textile
system by knitting a ﬁber-shaped TENG with a ﬁber-shaped
storage device (capacitor) into pieces of clothes.21 Moreover,
the TENG can also act as a self-powered sensor for mechanical
trigger detection with advantages of promising sensitivity and
high signal level.22,23 Therefore, combining electrode materials,
E-textiles based on a TENG is the most promising approach for
realizing self-powered wearable multifunctional sensors.
In this work, a washable electronic textile (WET) used as a
self-powered touch/gesture sensor was developed through
screen-printing for intelligent human−machine interfacing.
With the utilization of a ﬂexible textile substrate, the electrode
formed by carbon nanotubes (CNTs) exhibits excellent
performance under harsh mechanical deformation (e.g.,
washing). In addition, the eﬀect of CNT ink thickness on
both the conductivity of the electrode and the air permeability
of the textile was systematically studied. Based on a singleelectrode mode TENG, the fabricated WET shows high
sensitivity, fast response time, and stable cycle performance
to external mechanical force. The application of a designable
WET in accessing diﬀerent software on a computer was
demonstrated. Moreover, home appliances such as light bulbs,
electric fans, microwave ovens, and so forth can be controlled
wirelessly by simply pressing the WET. Features like air
permeability, cost eﬃciency, high sensitivity, good washability,
and mass production of the WET promise its wide application
in smart textiles and intelligent human−machine interactions.

fabric, which is regarded as the substrate, and the middle layer
is the CNT electrode array. The electrode array fabricated by
the CNT ink was printed on nylon fabric. In order to realize the
washability of the electrode, polyurethane (PU) was added in
the synthesis procedure of the CNT ink. According to the
chemistry structure formulas listed in Figure S1a in the
Supporting Information, hydrogen bonds are formed between
amino groups consisting of PU and carbanyl groups within
most common textiles. Consequently, the ﬁrm adherence
between the CNTs and the fabric is ensured even in water.
Moreover, the water contact angle of the electrode (82°) is
provided in Figure S1b (Supporting Information). Figure 1b
presents the digital photograph of as-fabricated WET in large
scale. As shown in Figure 1c, the scanning electron microscope
(SEM) image of the fabric with CNTs coated on the surface
depicts the formation of the conductive network. The surface
and even the grooves between the conjunction fabric ﬁbers are
coated with CNTs (Figure 1d), which guarantee both good
conductivity and excellent mechanical stability of the electrode.
The working mechanism of the WET can be concluded as a
single-electrode mode by referring to the four working modes
of the TENG.24 Human skin and silk textile are regarded as the
two friction layers in this situation. Figure 1e presents the
charge distribution (top) and simulation of the electrostatic
potential distribution (bottom) during the electricity generation
progress of the WET. Brieﬂy, the skin and the silk will obtain an
equal amount of positive and negative charges after several
frictional cycles with each other due to their diﬀerent tribopolarities (Figure 1e,(i)).25 Once the skin approaches the silk,
electrons will ﬂow from the ground to the CNT electrode to
balance the potential diﬀerence between the two layers (Figure
1e,(ii)). There is no current in the circuit when skin is in full

RESULTS AND DISCUSSION
As illustrated in Figure 1a, the washable E-textile (WET) is
mainly constructed of three layers. The top layer is silk fabric,
serving as one frictional material; the bottom layer is nylon
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Figure 2. Electric properties and air permeability of the CNT electrode. (a) Sheet resistances and optical photographs (insets) of the CNT
electrode on diﬀerent fabric substrates (scale bars, 5 mm). (b) Resistances of the electrode on nylon substrate when variable degrees of
bending. (c) Stability of the electrode on a nylon substrate. The insets are SEM images of the electrode on the nylon substrate before and after
2000 bending cycles (scale bars, 200 μm). (d) Resistances of the electrode after being immersed in water for diﬀerent times. The inset is the
photograph of the electrode immersed in water for 1 week (scale bars, 20 mm). (e) Resistances of the same electrode on the nylon substrate
after being immersed in water for diﬀerent times and 2 h for each time. (f) Air permeability of the nylon textile and conductivity of the
electrode with diﬀerent CNT ink thicknesses.

Figure 3. Characterizing the electrical performance of the WET. (a) Schematic diagram of the process to produce a signal of the WET. (b) Isc
and Voc of the WET with diﬀerent frequencies. (c) Qsc of the WET fabricated by diﬀerent textiles when rubbed with copper ﬁlm. (d) Isc and Voc
of the WET under various relative humidities. (e) Top: Isc of the WET after being dipped in water for diﬀerent times and dried in air. Bottom:
Stability of the WET. (f) Pressure sensitivity of the WET. The inset is the optical photograph of the experimental setup.

contact with the silk because the bound charges on the surfaces
of the two are almost in neutralization (Figure 1e,(iii)).
Moreover, electrons will gradually ﬂow back to the ground
when skin departs from the silk (Figure 1e,(iv)). This is a full
cycle of the signal generation process for the vertical singleelectrode mode WET, and the working mechanism of the inplane single-electrode mode WET in one sliding cycle is
depicted in Figure S2 (Supporting Information).
The performance of the screen-printed electrode is systematically discussed in this work. First, the square resistances of

CNT ink printed on various kinds of fabrics were investigated
to seek a suitable substrate. As presented in Figure 2a, except
for leather, the square resistances of the electrodes based on
diﬀerent textiles have negligible diﬀerences. The high square
resistance of the leather-based electrode can be attributed to the
furrow distributed in the fabric (inset in Figure 2a), which leads
to the disconnection of the CNT ink. Due to the ﬂexible textile
substrate like nylon, the electrode shows outstanding
mechanical performance. The resistance between the two
corners (diagonal line) of the electrode (5 × 8 cm2) almost
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Figure 4. Diversity of the WET and demonstrations of the WET in accessing software. (a) Diagrammatic drawing of a striped array WET
incorporated into a wristband. The paths of ﬁngertip sliding (b) and corresponding signals (c) of the WET. (d−f) Paths of ﬁnger sliding and
corresponding signals of a squared array WET. (h,i) Demonstration of the squared array WET controlling software.

remains stable upon diﬀerent bending angles, even when the
electrode is folded (Figure 2b). The phenomenon can be
attributed to the PU added in the CNT ink, which is an
elastomer and can prevent the whole electrode from cracking.
The stability of the electrode was measured, as well. After
repeated bending for over 2000 cycles, the resistance between
the two corners of the electrode (5 × 8 cm2) shows few signs of
decline. The insets in Figure 2c are the SEM images of the
surface of the electrode in the initial state (left) and that after
2000 bending cycles (right). The comparison of the two images
indicates no obvious diﬀerence, which is further evidence for
the excellent durability of the electrode.
In order to demonstrate the washable property of the
electrode, the square resistances of the electrode were tested
after being immersed in water for diﬀerent times. The square
resistance shows no trend of decline (Figure 2d). The inset is
the optical photograph of the electrode after being immersed in
water for 1 week, from which we can see that the water is
limpid and no CNTs seem to detach from the nylon substrate.
Moreover, the square resistance of the same electrode dipped in
the water several times (2 h for each time) was explored. As
presented in Figure 2e, the square resistance of the electrode
shows negligible variation, revealing that the electrode can be
soaked for a long time and repeatedly.
It is predicted that the thickness of the CNT layer will
inﬂuence both the conductivity of the electrode and the air
permeability of the textile. Therefore, both conductivity and air
permeability of the electrode are evaluated and presented in
Figure 2f. The thickness of the CNTs can be controlled by
printing for diﬀerent times. As the thickness of the CNT layer
increases, the square resistance of the electrode decreases at
ﬁrst and then reaches saturation. This phenomenon can be

explained by the fact that the conductive network of the
electrode has been established at the thickness of 20 μm.
Conversely, the air permeability of the textile presents a
declining trend with the thickness of the CNTs coated on the
textile increasing. However, the air permeability of the textile
with the CNT thickness of around 20 μm (88.6 mm/s) is
comparable to that of the primitive textile, which is able to meet
the requirement of being breathable for human skin. For
reference, air permeability of jeans is 26.4 mm/s. Considering
the conductivity and breathability of the electrode, a 20 μm
thick CNT layer is adopted in the following experiments.
Based on the electrode demonstrated above and contact
electriﬁcation, the WET is capable of generating electrical
signals when pressed with a ﬁnger (Figure 3a). To measure the
output performance of the WET, a copper ﬁlm (2 × 2 cm2) and
a linear motor were utilized to simulate the skin and drive the
device, respectively. First, the output performances of the WET
with diﬀerent frequencies are measured to investigate the
frequency response of the sensor (Figure 3b). The results show
that the open-circuit voltage (Voc) of the device remains stable
under various frequencies, whereas the short-circuit current
(Isc) of the WET shows a linear relationship with the frequency
increasing from 1 to 2 Hz. The signals under varied frequencies
demonstrate both fast response and stability of the WET, which
ensure the practicality of the WET for working as a sensor for
further applications.
Even though everything in the world has frictional property,
the transferred friction charges are various among diﬀerent
materials due to their varied ability to capture electrons.25 Here,
a series of textiles were used to fabricate WETs, which
cooperate with the copper ﬁlm to construct the contactseparation mode. The results provided in Figure 3c
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Figure 5. Application of the WET in a wireless smart home control system. (a) Scheme diagram of a WET involved in a smart home control
system. Utilizing several simple electric modules, a pressing signal can be converted into a trigger signal to control the appliances. (b) Optical
photographs of the electron components used in the circuit of the home control system. (c) From top to bottom, the original signals of
pressing, ampliﬁed/converted trigger signals, and the state of parallel resistance connected with the relay. (d−g) Demonstration of the WET
in controlling a light bulb, an electric fan, and a microwave oven.

demonstrated that the textile with ﬁber content of nylon is
more tribo-positive, whereas that of cotton is more tribonegative among the seven fabrics. However, all of the textiles
are able to generate friction charges, which indicate the
universality and diversity of the fabric for the WET. Here, we
just adopt silk as one typical example to fabricate the WET. It
should be note that the outputs of the WET fabricated by
diﬀerent textiles have no obvious relationship with the
thickness. For example, the output of the WET fabricated
with wool (average thickness, 6.0 mm) is 3 times higher than
that fabricated with cotton (average thickness, 3.8 mm).
As the humidity around us changes, the electric performance
of the WET was investigated by varying the relative humidity in
a test environment. Figure 3d shows that the Isc and Voc of the
WET at a relative humidity of 90% have dropped signiﬁcantly
compared with those at a relative humidity of 10%. The
increased humidity of the environment diminishes the outputs
of the WET, which should be caused by the screening eﬀect of
water molecules.26 Notably, the output signal still can be
distinguished at a relatively high humidity (90%), indicating
that this device can work in high humidity. In order to
demonstrate the washability and stability of the WET, the Isc of
the WET was recorded after being immersed in water for
diﬀerent times and then dried in air (Figure 3e, top). The Isc of
the WET remains almost unchanged even the steeping time
increased from 2 to 15 h, which ﬁrmly proves the washability of
the E-textile. Moreover, the durability of the WET was tested
for more than 10 000 cycles with contact-separation motion.
The Voc of the WET provided in Figure 3e (bottom) shows no
tendency to degrade, which provides further evidence for the
durability and reliability of the WET. The pressure sensitivity of

the device is discussed, as well (Figure 3f). According to the
results of linear ﬁtting, the sensitivity of the WET can be
divided into three parts, including 0.0479, 0.0186, and 0.0033
kPa−1, which is in accord with previous work.27 The high
sensitivity of the WET can be attributed to the rough surface
constituted of numerous microﬁbers of textile and CNTs.
Due to the feasibility of screen-printing, the WET is able to
be fabricated with an arbitrary array for gesture sensing. Here,
the WETs with a striped array and squared array are listed as
two typical examples to demonstrate their application in
controlling software on the computer. As displayed in Figure
4a, the WET with a striped array and a ﬁngertip constitute the
signal source. The motion paths of the ﬁngertip and
corresponding signals are provided in Figure 4b,c, respectively.
Owing to the varied lengths of the strips, the motion trajectory
of the ﬁngertip starting at diﬀerent position leads to a voltage
waveform with diﬀerent signal numbers. The detailed electricity
generation process of the WET based on in-plane sliding mode
is shown in Figure S2 (Supporting Information). It should be
noticed that the voltage signal of the striped array WET was the
record of the voltage drop across a resistor (20 MΩ). Similarly,
the ﬁngertip motion paths on a squared array WET (2 × 3
pixels) and corresponding real-time signals were measured.
Figure 4d−f and Figure S3 show the voltage waveform with 2−
6 signal responses to various ﬁngertip movements. After
connecting the WET with a computer, a human−machine
interface is established on the basis of the software platform
Labview. As a consequence, various ﬁnger gestures are able to
control diﬀerent software. For example, two signals generated
by a ﬁngertip sliding from the left to the right of the squared
array WET are able to open a TXT ﬁle (Figure 4h). The TXT
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ﬁle will be closed after three signals were obtained through
ﬁnger sliding from top to bottom of the squared array WET
(Figure 4i). Similarly, chatting software was accessed with four
signals generated by a cycle path of the ﬁngertip (Figure 4j).
The relative video is provided in Movie S1 in the Supporting
Information. A WET with a ﬂower-like electrode array is put
forward to further demonstrate the diversity of the WET, and
diﬀerent numbers of signals can be realized through diﬀerent
sliding angles of the ﬁngertip. The corresponding real-time
signals can be found in Figure S4 (Supporting Information).
Our WET can also act as a touch tribo-sensor to establish a
wireless smart home controlling system. As depicted in Figure
5a, the WET incorporated into a wristband can perceive the
touch by human ﬁngertips, thus generating a pulse signal, which
is able to wirelessly trigger home appliances with the utilization
of some electronic modules. Optical photographs of the small
circuit boards used in this work are presented in Figure 5b,
which include an AD623, a relay, an emitter, and a receiver. On
the basis of these circuits, the original pulse signals were
converted into trigger signals. As is depicted in Figure 5c, from
top to bottom, the ﬁrst signal is the original signal of pressing,
followed by ampliﬁed/converted trigger signals and state of
parallel resistance connected with the relay. The emitter and
receiver is serially connected with the relay and home
appliance, respectively. Once the WET generates a pulse signal,
the state of relay is supposed to switch. As a consequence, the
receiver will obtain the signal sent by the emitter and further
control the electric appliance. Demonstrations of the WET in
controlling a light bulb, electric fan, and microwave oven are
shown Figure 5d−g. The related videos can be found in Movies
S2, S3, and S4 in the Supporting Information. Moreover, the
application of the WET is not limited to smart home control,
which can also be extended to factories, hospitals, railway
stations, and so forth.

further treated through an ultrasonic dispersing machine, and the
conductive CNT ink was obtained.
Fabrication of the TENG. The width of the striped array electrode
was 1.5 cm with a height of 2, 4, 6, and 8 cm. The space between the
two strips is 1.5 cm, as well. The squared electrode array was fabricated
with 2 × 3 pixels, and the side length of each square is 1.5 cm. In
addition, the space between the two squares is 1.5 cm. The electrodes
were printed on the surface of the textile substrate. After being heated
at the temperature of 80 °C for 10 min, the CNTs were anchored on
the surface of the textile. The upper textile was placed above the
electrodes, and then the three layers were integrated into one layer
through a hot-press machine (120 °C, 1 min). All textiles adopted in
this work were brought randomly. The average thickness of silk, nylon,
ﬂax, cotton, wool, leather, and velvet is about 1.2, 2.1, 4.0, 6.0, 5.3, and
3.8 mm, respectively.
Signal Processing Circuit. The raw signal of the WET generated
through pressing was ampliﬁed and converted to a trigger by being
connected with an AD623-based instrumentation-amplifying circuit.
After that, the signal was converted to a trigger and that connected
with a relay in series. The relay is further connected with an emitter in
series. The receiver is serially connected to a home appliance.
Characterization and Electrical Measurements. The SEM
image of the surface of the textile with CNTs was taken with a Hitachi
SU8020. The open-circuit voltage and short-circuit current of the
device were measured with a Keithley electrometer system (Keithley
6514). The square resistance of the electrode was measured by a fourpoint probe (RTS-9). The air permeability of the textile was measured
by a TEXTEST AG (FX 3300) at a test area and pressure of 5 cm2 and
100 Pa, respectively. The thickness of the CNT layer was measured by
a thickness tester (CHY-CA).
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Figures S1−S4 and notes providing the formation of a
mechanism of the washability of the WET; the electricity
generation process of the WET based on in-plane sliding
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Movie S2: Demonstration of the WET controlling a light
bulb (AVI)
Movie S3: Demonstration of the WET controlling an
electric fan (AVI)
Movie S4: Demonstration of the WET controlling a
microwave oven (AVI)

CONCLUSION
In summary, a washable electronic textile has been demonstrated to serve as a self-powered gesture/touch sensor for
intelligent human−machine interactions. The washable, breathable, and designable electrode is fabricated through screen-print
CNT ink, which not only has excellent ﬂexibility and stability
but also guarantees relatively high conductivity (0.2 kΩ/sq)
and air permeability (88.2 mm/s). Attributed to the rough
surface constituted of numerous microﬁbers of the textile and
CNTs, the WET shows high sensitivity and fast response to
external mechanical force. Based on the single-electrode mode,
the fabricated WET with an electrode array can work as a selfpowered gesture sensor to access software on the computer.
Moreover, the WET incorporated into clothes can serve as a
smart home control system, which can easily wirelessly control
appliances such as a light bulb, electric fan, microwave oven,
and so forth. Considering the advantages of being durable
through washing, low cost, available for mass production, and
skin-friendly, the WET shows great potential in multifunctional
wearable devices and human−machine interface systems.
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